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(a) Seller shall include with each shipment the raw material manufacturer's test report (i.e., mill test report) 
that states that the lot of material furnished has been tested, inspected, and found to be in compliance with the 
applicable material specifications. The test report will list the specifications, including revision numbers or 
letters, to which the material has been tested and/or inspected and the identification of the material lot to 
which it applies. 
(b) When the material specification requires quantitative limits for chemical, mechanical, or physical properties, 
the test report shall contain the actual test and/or inspection values obtained. For aluminum mill products 
(except castings), certifications for chemistry may indicate compliance within the allowed range. Certifications 
for physical properties shall show actual values.
(c) If Seller supplies converted material produced by a raw material manufacturer, Seller is responsible for 
ensuring performance of all physical tests where the manufacturing process has altered the properties from 
what had been certified by the raw material manufacturer. The data submitted must reflect the condition of the 
material as offered for delivery. This data is in addition to the raw material manufacturer's test report required 
above. 
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