
IDS Terms and Conditions Guide 
Section Q 

Clause Number: Q962K 
Effective: 9/13/2005 
Page: 1 of 1 

 
 
 
FINAL INSPECTION REQUIREMENTS – BAC 5650 / BAC 5946 
 
If goods include materials covered by BAC 5650 then 100% hardness inspection to BAC 
5650 is required. 
If goods include materials covered by BAC 5946 then 100% conductivity inspection to 
BAC 5946 is required.   
 
Seller’s final inspection must include an end item level 100% dimensional inspection. 
 


